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SHA PORTLAND CEMENT CONCRETE MIXTURES

MIX NO. 28 DAY SPECIFIED  MIN. CEMENT  COARGE MAX WATER SLUMP
DESIGN COMPRESSIVE ~ FACTOR AGGREGATE CEMENT RATIO (IN)
STRENGTH (PSI) AASHTO
M43 SIZE
1 2500 455 57 OF 67 0.55 2-5
2 3000 530 57 OR 67 0.50 2-5
3 3500 580 57 OR 67 0.45 2-4
7 4200 611 57 OR 67 0.45 2-4
MIX NO. TOTAL AR CONCRETE
CONTENT TEMPERATURE
(%) (F)
1 5-8 70 + 20
2 5-8 70 £ 20
3 5-8 70 + 20
7 5-8 70 £ 20
NOTE:
1. STATE CERTIFIED CONCRETE MANUFACTURER.
2. NO CALCIUM ADMIXTURES SHALL BE UTILIZED IN MIXES.
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